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boats, you are not subject to this sub-
part. 

(c) If you are subject to 40 CFR part 
63, subpart VVVV, and meet the appli-
cability criteria in § 63.5785, and 
produce reinforced plastic composites 
that are not used in fiberglass boat 
manufacture at your facility, all oper-
ations associated with the manufacture 
of the reinforced plastic composites 
parts that are not used in fiberglass 
boat manufacture at your facility are 
subject to this subpart, except as noted 
in paragraph (d) of this section. 

(d) Facilities potentially subject to 
both this subpart and 40 CFR part 63, 
subpart VVVV may elect to have the 
operations in paragraph (c) of this sec-
tion covered by 40 CFR part 63, subpart 
VVVV, in lieu of this subpart, if they 
can demonstrate that this will not re-
sult in any organic HAP emissions in-
crease compared to complying with 
this subpart. 

§ 63.5790 What parts of my plant does 
this subpart cover? 

(a) This subpart applies to each new 
or existing affected source at rein-
forced plastic composites production 
facilities. 

(b) The affected source consists of all 
parts of your facility engaged in the 
following operations: Open molding, 
closed molding, centrifugal casting, 
continuous lamination, continuous 
casting, polymer casting, pultrusion, 
sheet molding compound (SMC) manu-
facturing, bulk molding compound 
(BMC) manufacturing, mixing, clean-
ing of equipment used in reinforced 
plastic composites manufacture, HAP- 
containing materials storage, and re-
pair operations on parts you also man-
ufacture. 

(c) The following operations are spe-
cifically excluded from any require-
ments in this subpart: Application of 
mold sealing and release agents, mold 
stripping and cleaning, repair of parts 
that you did not manufacture, includ-
ing non-routine manufacturing of 
parts, personal activities that are not 
part of the manufacturing operations 
(such as hobby shops on military 
bases), prepreg materials as defined in 
§ 63.5935, non-gel coat surface coatings, 
repair or production materials that do 
not contain resin or gel coat, and re-

search and development operations as 
defined in section 112(c)(7) of the CAA. 

(d) Production resins that must meet 
military specifications are allowed to 
meet the organic HAP limit contained 
in that specification. In order for this 
exemption to be used, you must supply 
to the permitting authority the speci-
fications certified as accurate by the 
military procurement officer, and 
those specifications must state a re-
quirement for a specific resin, or a spe-
cific resin HAP content. Production 
resins for which this exemption is used 
must be applied with nonatomizing 
resin application equipment unless you 
can demonstrate this is infeasible. You 
must keep a record of the resins for 
which you are using this exemption. 

§ 63.5795 How do I know if my rein-
forced plastic composites produc-
tion facility is a new affected 
source or an existing affected 
source? 

(a) A reinforced plastic composites 
production facility is a new affected 
source if it meets all the criteria in 
paragraphs (a)(1) and (2) of this section. 

(1) You commence construction of 
the affected source after August 2, 2001. 

(2) You commence construction, and 
no other reinforced plastic composites 
production affected source exists at 
that site. 

(b) For the purposes of this subpart, 
an existing affected source is any af-
fected source that is not a new affected 
source. 

CALCULATING ORGANIC HAP EMISSIONS 
FACTORS FOR OPEN MOLDING AND CEN-
TRIFUGAL CASTING 

§ 63.5796 What are the organic HAP 
emissions factor equations in Table 
1 to this subpart, and how are they 
used in this subpart? 

Emissions factors are used in this 
subpart to determine compliance with 
certain organic HAP emissions limits 
in Tables 3 and 5 to this subpart. You 
may use the equations in Table 1 to 
this subpart to calculate your emis-
sions factors. Equations are available 
for each open molding operation and 
centrifugal casting operation and have 
units of pounds of organic HAP emitted 
per ton (lb/ton) of resin or gel coat ap-
plied. These equations are intended to 
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